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1. EXECUTIVE SUMMARY

The objective of this research is to understand the mechanisms governing the creep behavior of
Alloy 617 and Alloy 800H, the candidate materials for intermediate heat exchangers (IHX) in the NGNP,
with an emphasis on the effects of grain size, grain boundaries and second phases on the creep properties;
the mechanisms of dislocation creep, diffusional creep and cavitation; the onset of tertiary creep; and
theoretical modeling for long-term predictions of materials behavior and for high temperature alloy
design. The research program includes the following key elements: (1) thermomechanical processing of
the alloys to obtain samples with different grain sizes; (2) determination of the creep properties and
phenomenology over a range of temperatures and stresses from low to high covering the diffusional and
dislocation creep regimes, respectively; (3) characterization of the microstructure of the samples before
and after creep using modern techniques to understand the microstructural mechanisms associated with
creep deformation and damage; (4) determination of the parameters in the creep equations and modeling

to allow predictions of the long term creep behavior for design and ASME code case purposes.

In this study, three sets of creep test specimens of alloy 617 with grain sizes from ~20 to ~180um
were fabricated. One set of specimens was machined from 1.5-inch-thick alloy 617 plates that were hot
rolled and solution annealed at 1150°C for 2 hours and had an average grain size of ~95um (ASTM 3.5).
The other set were machined from hot-rolled 0.5 inch thick plate that had an average grain size of
~180um (ASTM 2). A third set of specimens with an average grain size of ~20um (ASTM 8) were
manufactured from an alloy 617 plate by first cold rolling the plate to 50% thickness, and then annealing
at 1000°C for 15 hours. All specimens were machined with the long axis along the rolling direction of the
raw plates. Creep tests were conducted following a systematic test matrix covering the temperatures of
850 to 1050°C and stress levels from 5 to 100MPa. Creep data was analyzed, and the creep curves were
found to be unconventional without a well-defined steady-state creep. Very good linear relationships were
determined for minimum creep rate versus stress levels with the stress exponents determined around 3-5
depending on the grain size and test condition. Activation energies were also calculated for different
stress levels, and the values are close to 400kJ/mol, which is higher than that for self-diffusion in nickel.
Power law dislocation climb-glide mechanism was proposed as the dominant creep mechanism in the test
condition regime. Dynamic recrystallization occurring at high strain range enhanced dislocation climb
and is believed to be responsible for the monotonically increasing creep rates. Apart from dislocation
creep, evidence for diffusional creep was obtained at low stress levels in the fine-grained material, which
also contributed partly to the creep rates. A reasonable prediction on the long term performance of alloy

617 was also made by extrapolation method using optimized parameters based on creep test data.



Furthermore, microstructure characterization was performed utilizing Optical Microscopy (OM),
Scanning Electron Microscopy (SEM), Electron Backscattered Diffraction (EBSD), Transmission
Electron Microscopy (TEM) and related analytical techniques on samples from both before and after
creep, with special attention given to grain size effects, grain boundary type, and dislocation substructures.
Evidences for dislocation climb and dislocation glide were found through detailed dislocation analysis by
TEM, proving the dislocation climb-glide mechanism. The formation of subgrain boundary, the changes
in boundary characters and grain sizes was confirmed by EBSD analysis for dynamic recrystallization.
The effects of initial grain size and grain boundary character distribution on the creep behavior and
mechanism were also evaluated.

Through the results obtained from this experimental study, new insights were provided into how
changes in microstructure take place during high temperature creep of alloy 617 and alloy 800H, creep

mechanism at different conditions was identified, and the creep deformation model was discussed.

2. RESULTS AND ANALYSIS
2.1 Experimental Details (Alloy 617)

Three sets of alloy 617 creep specimens with different grain size were tested. The first set was
machined from 1.5 inch thick alloy 617 plates that were hot rolled and solution annealed at 1150°C for 2
hours and had an average grain size of ~95um (ASTM 3.5). The second set was machined from hot-rolled
0.5 inch thick plates that had an average grain size of ~180um (ASTM 2). A third set of specimens with
an average grain size of ~20um (ASTM 8) were manufactured from an alloy 617 plate by first cold
rolling the plate to 50% thickness, and then annealing at 1000°C for 15 hours. All specimens were
machined with the long axis along the rolling direction of the raw plates. All test specimens conform to
ASTM Standard E8/8M-09, and the design is shown in Figure 1. The diameter of the gage section is

~6.35mm, and the effective gage length is ~34mm.

Figure 1. Schematic drawing shows geometry of creep test specimen.

Creep tests were performed on calibrated Lever Arm Creep/Stress Rupture Testing Systems
Model 2330 manufactured by Applied Test Systems Inc. Lever arm creep testing system uses sharp knife
edge as the pivot, and the specimen is gripped by pull rods on one side and dead weights providing

constant force are hung on the other side. In order to ensure the sensitivity and accuracy of applied stress,



high stress tests (>50MPa) were performed on two creep testing machines with a lever arm ratio of 20:1,
and another creep testing machine with a lever arm ratio of 3:1 was used for low stress tests (<50MPa).
Each creep testing system was equipped with a three-zone furnace with a temperature capability of
1100°C The temperature was monitored by two type K thermocouples, which were separately spot-
welded to the necking part of gage section on the top and bottom of the specimens. It was precisely
controlled to within £1.60°C of the test temperatures. The heating process was programmed as first heat
to target temperature at a ramp rate of 950°C per hour, and a soak time of 2 hours was applied in which
the specimen was held at test temperature with zero load in order to ensure a stabilized and uniformed
temperature. The dead weights were then automatically loaded after the soak time finished. The creep
displacement was measured by dual channel digital displacement LVDT transducers with an accuracy of
+1.0um attached on the averaging extensometer. Data of time, temperature, displacement, and creep
strain were recorded 5 times per minute automatically by using Windows Computer Creep System
(WiInCCS) software contained in the PC interfaced to the creep system. Most tests were terminated
automatically at 20% creep strain in the specimen by the end-of-test criterion. However, some of the low

stress tests were terminated after the minimum creep rate was reached depending on the length of the tests.

For the purpose of yielding high quality results, major components of the test systems, such as the
load cell, extensometer, and LVDT sensors, were all calibrated to satisfy the relevant ASTM standards.
The alignment of the frames was also checked with strain-gauged specimens and the alignment fixture

was adjusted to ensure minimum bending.

2.2 Creep Test Data and Analysis
2.2.1 Specimens with grain size of ASTM 3.5

Creep tests were performed at a series of conditions with temperatures in the range of 850 to
1050°C and stresses in the range of 5 to 100MPa. The test condition for each specimen by different grain

sizes are listed in Table 1-3.

Table 1. Creep test conditions for alloy 617 with grain size of ASTM 3.5

Specimen Temperature (°C) Stress (MPa)
617-22 850 20
617-14 850 30
617-D62 850 50
617-8 850 75
617-D64 850 100
61735-1 950 5



617-20 950 10

617-21 950 20
617-12 950 30
61735-3 950 40
617-D61 950 50
617-5 950 75
617-D63 950 100
617-26 1000 10
617-D16 1000 20
617-D17 1000 50
61735-2 1050 5
617-19 1050 10
617-17 1050 20
617-13 1050 30
617-7 1050 50
617-11 1050 75

Table 2. Creep test conditions for Alloy 617 with grain size of ASTM 2

Specimen Temperature (°C) Stress (MPa)
HR617-12 850 50
HR617-11 850 75
HR617-5 850 100
6172-1 950 5
HR617-2 950 30
6172-3 950 40
HR617-4 950 50
HR617-10 950 75
HR617-6 950 100
6172-2 1050 5
6172-4 1050 30
HR617-8 1050 50
HR617-9 1050 75

Table 3. Creep test conditions for Alloy 617 with grain size of ASTM 8

Specimen Temperature (°C) Stress (MPa)

6178-1-INL 950 5

6178-3-INL 950 10
6178-11 950 15
6178-1 950 20
6178-2-INL 1050 5

6178-4-INL 1050 10
6178-12 1050 15
6178-3 1050 20

Creep curves for every test condition are plotted as creep strain vs. time and smoothed by

averaging method, as shown in Figure 2. They are presented in four plots by test temperature as 850, 950,



1000, and 1050°C. A clear dependence on the stress level of the creep curves is displayed. Creep curves
grouped by stress level are also plotted in order to show the temperature dependence of creep. A typical
representation at 20MPa for different temperatures is shown in Figure 3. Creep process happens much
faster at temperatures greater than 850°C, but the difference becomes smaller as temperature increases.
Creep curves representing classical creep behavior of metals are usually composed of three stages as
primary, secondary, and tertiary stage. These creep curves of alloy 617, however, display a very different
trend with little primary creep stage, and a well-defined secondary creep stage is not recognizable as well.
The onset of tertiary creep stage is unclear but initiated early. Similar findings were also reported by
previous studies [1,2]. A comparison to Cr-Mo steels and 316 stainless steel, which shows a well-defined
secondary creep stage, has been made as shown in Figure 4. A steady state creep is the result of a
dynamic balance between the competing process of strain hardening and recovery. A much more
complicated process is applicable here for creep in alloy 617. However, the minimum creep rate can still

be determined by more detailed analysis.
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Figure 2. Creep strain vs. time plots for alloy 617 ASTM 3.5 specimens tested at (a) 850°C, (b) 950°C, (c)
1000°C, and (d) 1050°C at various stress levels.
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Figure 3. Creep strain vs. time plot for alloy 617 ASTM 3.5 specimens tested at 20MPa for various
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Figure 4. Normalized creep curves for typical high-temperature alloys [2].

The initiation of tertiary creep stage is an important criterion for creep property, because it is an
indication of localized necking with increased stress, leading to local instability and thus material failure.
In order to determine tertiary creep stage, creep rate is plotted against time and creep strain as shown in
Figure 5. The curves are presented individually to display their trend clearly. Creep rate vs. creep strain is
plotted in order to reveal the creep rate changes with respect to creep development stages and compare
among various conditions. Generally, the curves can be categorized into two types by their trends. For the
first type (Type 1), the creep rate increases rapidly at the beginning of the test, followed by a decrease for
a short period of time to reach minimum, and then increase monotonically until failure. For the second
type (Type I1), the creep rate drops quickly at the beginning of the test, followed by an increase for a short
period of time, then gradually decreases to reach minimum, and finally increases monotonically until
failure. The creep rate curve type for every test condition is summarized in Table 4, and comparison
among different stresses at same temperature conditions is illustrated in Figure 6. It is easy to tell that the
type of creep rate curve is only determined by stress level, while temperature has no impact. All the high
stress tests that have stress levels greater than 50MPa, specifically 75 and 100MPa, exhibit Type | creep
rate curve; and all the low stress tests which have stress levels equal or lower than 50MPa (5 to 50MPa)
exhibit Type Il creep rate curve. This observation indicates the effects of stress on creep behavior of alloy
617. Since there is no steady state creep stage in alloy 617, we may define the point when minimum creep

rate is reached as the initiation of tertiary creep stage. For high stress condition, tertiary creep stage starts
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at about 2% creep strain, while for low stress condition, tertiary creep begins much later at about 10%

creep strain.
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Figure 5. Creep rate vs. time and creep strain plots for alloy 617 ASTM 3.5 specimens tested at (a) 850°C

50MPa, (b) 850°C 100MPa, (c) 950°C 50MPa, and (d) 950°C 100MPa.
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Figure 6. Creep rate vs. creep strain plots for alloy 617 ASTM 3.5 specimens tested at (a) 850°C, (b)
950°C, and (c) 1050°C for various stress levels.

Table 4. Creep rate curve type summary for Alloy 617 ASTM 3.5 specimens.

Specimen  Temperature (°C)  Stress (MPa) Creep Rate Curve Type

617-22 850 20 I
617-14 850 30 I
617-D62 850 50 I
617-8 850 75 I
617-D64 850 100 I
617-20 950 10 I
617-21 950 20 I
617-12 950 30 I
617-D61 950 50 I
617-5 950 75 I
617-D63 950 100 I
617-26 1000 10 I
617-D16 1000 20 I
617-D17 1000 50 I
617-19 1050 10 I
617-17 1050 20 I
617-13 1050 30 I
617-7 1050 50 I
617-11 1050 75 I

The values of minimum creep rate for each test were determined from the creep rate vs. time and

creep rate vs. creep strain plots, and used for creep mechanism determination and parameter calculation.
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Figure 7 shows the plot of minimum creep rate vs. stress in log-log scales. A linear relationship is
revealed by regression fit, and the slopes of fitting lines are calculated in the range of 4.8-5.7 This
suggests a power law dislocation creep mechanism is dominant in the creep process, where the following
equations hold,

¢p =AD 0" 1)

D, = D, exp(_i) @
RT

where p is creep rate, A is a constant, D, is lattice diffusion coefficient, o is applied stress, n is stress

and

exponent, Q is activation energy, R is universal gas constant, T is absolute temperature. The calculated
stress exponent values are in good agreement with the values reported by Kim et al. [2]1, and Shankar
and Natesan [3].

However, the stress exponent depends on a number of factors and could vary a lot at different
conditions for specimens with different metallurgical history. Figure 8 is generated from historical data
provided by ORNL showing the stress exponent variation and a comparison with our results. Dark lines
are the fitting lines for historical data and red lines are for our data. The stress exponent values lie in a
pretty wide range of 4.3 to 15.6, as summarized in Table 5. It can be seen from the figure that the fitting
for historical data is not as good as our data, and no clear linear relationship is even present at some test
conditions. More importantly, the stress exponent values are not consistent; neither does it show a clear
trend depending on temperature. The possible reason is that the data was obtained from samples from
different suppliers, heats, compositions and grain sizes and even different product form such as bar, tube,

and sheet.
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Figure 7. Plot of minimum creep rate vs. stress for determining stress exponent n of alloy 617 ASTM 3.5

specimens.

Figure 8. Minimum creep rate vs. stress plot for alloy 617 specimens compared with historical data.
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Table 5. Stress exponent for alloy 617 historical data

Temperature (°C)  Stress exponent

593 15.53
649 12.06
704 4.39
760 10.32
816 4.99
871 6.48
982 6.51
1038 8.52
1093 8.63

The values of activation energy Q can be calculated from the plot of minimum creep rate vs.
inverse of temperature in a log-log scale, as shown in Figure 9. By measuring the slopes of fitted lines,
activation energy for different test conditions are calculated as 420, 394, 443, and 389kJ/mol for stresses
at 20, 30, 50, and 75MPa, respectively. For stress at 5 and 100MPa, the activation energy was calculated
as 319 and 379 kJ/mol by only two data points determining each fitting line. Therefore, these two values
are just for reference, more data points are needed for a reliable estimation. Although the values are stress

dependent, they are close to the value of 408kJ/mol observed in alloy 617 in pure helium environment test

3],

The activation energy is expected to be close to that for self/substitutional solute diffusion in Ni
of 275kJ/mol in theory for dislocation creep. However, many observations of higher values of activation
energy have been reported on solid solution strengthened alloys, and a few theories have been proposed to
try to explain the phenomenon. Tien et al. [4] proposed that vacancy sources may be exhausted in very
fine dislocation network produced at the y/y’ interface, and thus creep can only occur by processes
involving formation and migration of interstitial ions, therefore, the activation energy for this process
could be much higher than that for self-diffusion. Leverant and Kear [5] suggested that the self-diffusion
of vy’ precipitates may be involved in the process, and these precipitates have considerably higher
activation energy comparing with that of Ni, resulting in a much higher activation energy overall.
However, under the present test conditions, the microstructure of alloy 617 is free of y’ precipitates and

contains only a small volume fraction of carbides in the fcc y matrix.
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Figure 9. Plot of minimum creep rate vs. 1/T for determining the activation energy Q.

The obtained data and analysis can be represented in the form of the Mukherjee-Bird-Dorn

equation, relating minimum creep rate to applied stress, temperature, and grain size, as follows:

el S
£= AT D"eXp( rT)\G) \d ®)

where is minimum creep rate, is a dimensionless constant, is shear modulus, is Burgers vector, is
Boltzmann’s constant, is absolute temperature, D, is the pre-exponential parameter in the expression for
the diffusion coefficient, Q¢ is activation energy for creep, usually considered being equal to that for self-
diffusion, is universal gas constant, is applied stress, is stress exponent, is grain size, and is the inverse
grain-size exponent, equal to O for power law dislocation creep. A unified relationship can therefore be
established by plotting normalized minimum creep rate as against normalized stress as for all conditions
as shown in Figure 10. Here Q¢ = 405kJ/mol is obtained by averaging activation energy values for all
stress levels calculated in the previous section. Data points for different temperatures converge and follow
a good linearity, and the stress exponent from the slope of the fitting line is 4.96, indicating a typical

power law dislocation creep is the dominant mechanism for the range of temperature and stress conditions.
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Figure 10. Normalized minimum creep rate vs. normalized stress for alloy 617 ASTM 3.5 specimens.

Due to the lengthy test, sometimes it is impossible to obtain the results from tests at conditions
close to operation. Hence, a few extrapolation methods have been developed to predict the performance
of materials based on data obtained from tests conducted over a relatively short period of time, such as
Larson-Miller [6], Manson-Haferd [7], and Sherby-Dorn [8] methods. Larson-Miller method is used here
to predict the long term performance of alloy 617, the equation of which is given as follows.

Tlogtg+C=m (4)
where T is temperature, t; is the time to rupture at a constant stress, C is a constant depending on the
alloy, usually being close to 20, m is the stress-dependent Larson-Miller parameter.

In this study, we use Larson-Miller method to predict the time for alloy 617 to reach 1% and 20%
creep strain at high temperature and low stress conditions. First, constant C is calculated by plotting test
data of time to reach 1% and 20% creep strain vs. inverse of temperature. Fitting lines for different
stresses will converge and intercept to one point on the y-axis for time, and the intercept value is C for 1%
and 20% creep, respectively. C for 1% creep of alloy 617 specimens is calculated as 16.7 and that for
20% creep is calculated as 16.1. Then the Larson-Miller parameter m, can be calculated by equation 4.
Consequently, a linear relationship can be obtained by plotting stress in log scale vs. Larson-Miller
parameter m, as shown in Figure 11. The Larson-Miller parameter m at lower stress levels can be
determined by extrapolating the fit lines for test data points. Therefore, the time t to both 1% and 20%
creep of alloy 617 at different creep conditions can be reverse calculated according to equation 4. Table 6
lists the time to 1% and 20% creep at temperature of 850, 950, and 1050°C, and stress of 5, 10, and

19



15MPa, which is a good reference for the long term performance of the alloy in service condition. As can
be seen from the data, the creep strain varies dramatically with respect to both temperatures and stress
levels. Only considering creep damage, alloy 617 with grain size of ASTM 3.5 will definitely last as long
as the life of the plant at 850°C and stress lower than 5MPa, may be able to meet the requirement of 60
years service life at 850°C and stress lower than 15MPa, and 950°C stress lower than 5MPa depending on

the criteria of failure in creep strain, but cannot meet the requirement at 1050°C.

Figure 11. Plot for Larson-Miller parameter relationship and projected long term performance of alloy
617.

Table 6. Predicted time for alloy 617 to reach 1% and 20% creep.

Temperature (°C) Stress (MPa) Timeto 1% Creep  Time to 20% Creep

850 5 1849 years 139899 years
850 10 38 years 2155 years

850 15 4 years 188 years

950 5 21 years 1219 years

950 10 7 months 26 years

950 15 27 days 2.8 years

1050 5 5.4 months 22 years

1050 10 6 days 7.6 months
1050 15 21 hours 29 days

20



2.2.2 Specimens with grain size of ASTM 2

Creep tests at the same conditions (Table 2) were also performed on the hot rolled Alloy 617
samples with a larger grain size of ASTM 2 (~180um). Similar analysis on this set of specimens is
conducted and presented as follows.

Creep curve for each test condition is generated by plotting creep strain vs. time, as shown in
Figure 12. It is obvious from the plots that ASTM 2 specimens display a classical three-stage creep
behavior with well-recognized primary, secondary steady-state, and tertiary creep at 850 and 950°C. It is
a big departure compared with what ASTM 3.5 specimens show. This observation means the dynamic
equilibrium between work hardening and relaxation is reached in secondary creep. The possible
explanation is that the annealing process not only provides a good condition for grain growth, but also
causes precipitates ripening and carbides redistribution, which, in turn, provide impedance to dislocation
movement. In addition, the larger grain size means less grain boundaries, and less chance of grain
boundary sliding would occur. When the temperature reaches 1050°C, the classical creep behavior is
replaced by what is seen in the ASTM 3.5 grain size specimens, namely no steady-state secondary creep
occurs.

Creep rate vs. creep strain curves for ASTM 2 specimens at three temperatures are illustrated in
Figure 13. The creep rates experience a sudden increase to a very high level after a very slow increase.
Interestingly, the creep strain corresponding to the sudden increase does not decrease with the stress

increase.

(a)
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(©)
Figure 12. Plots of creep strain vs. time for alloy 617 ASTM 2 specimens at (a) 850°C, (b) 950°C, and (c)
1050°C.
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Figure 13. Creep rate vs. creep strain plots for alloy 617 specimens with grain size of ASTM 2 tested at (a)
850°C, (b) 950°C, and (c) 1050°C for various stress levels.

By comparing the creep behavior between the two sets of alloy 617 samples at same test
conditions, it was found that grain size has a significant effect on creep behavior, as shown in Figure 14.
Specimens with larger grain size show much lower creep rates and extended period of time for minimum
creep rate at equivalent temperatures of 850 and 950°C and stress conditions. However, after entering the
tertiary creep regime, where creep rate suddenly increases in a very short period of time, the creep strain
for ASTM 2 specimens exceeds ASTM 3.5 specimens. In addition, at 1050°C, ASTM 2 specimens creep
faster than ASTM 3.5 specimens from beginning or after a short period of time. This suggests the large
grain size in alloy 617 may not be favorable for long-term creep and probably dynamic recrystallization is

responsible for this unusual behavior.
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(a)

(b)

(c)
Figure 14. Creep strain vs. time plots for alloy 617 specimens with ASTM 3.5 and 2 grain sizes tested at
(a) 850°C, (b) 950°C, and (c) 1050°C.

The stress exponents n determined by plotting minimum creep rate vs. stress in log-log scale were

2.28 and 3.33 for 850 and 950°C respectively, as shown in Figure 15. Shankar and Natesan [3] reported a
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stress exponent of 2.38 for alloy 617 tested in He + O, environment, and suggested a viscous glide
mechanism for creep. A stress exponent of 4.86 was found at 1050°C for the ASTM 2 grain size
specimens. It is close to 5, same as ASTM 3.5 grain size specimens, meaning the power law dislocation

creep mechanism is still in dominant at high temperature.
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Figure 15. Plot of minimum creep rate vs. stress for determining stress exponent n of ASTM 2 specimens.

2.2.3 Specimens with grain size of ASTM 8

Creep tests on specimens with ASTM 8 grain sizes were conducted at 950 and 1050°C at low
stress level regime from 5 to 20MPa. Similar analysis on obtained data were performed and plotted as
shown in Figure 16. ASTM 8 grain size specimens exhibit same creep behavior as ASTM 3.5 specimens.

Stress exponent was calculated by plotting minimum creep rate vs. stress, as shown in Figure 17.
Very good linearity was obtained, and the stress exponents were determined as 3.27 for 950°C and 3.23
for 1050°C. The lower values of stress exponents may indicate a mixed creep mechanism with both
dislocation creep and diffusional creep involved.

Creep curves of ASTM 8 specimens were compared with those of ASTM 3.5 specimens, as
shown in Figure 18. Although both sets of specimen showed similar trend in creep curves, ASTM 3.5

specimens clearly have lower creep rate at same conditions, thus leading to better creep property.
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Figure 16. Plots of creep strain vs. time for alloy 617 ASTM 8 specimens at (a) 950°C, and (b) 1050°C.

27



10

{ *950% n=3.23

_ 1 =1050°C

[

3

o 1 4

= =

N ] n=3.27

3 ]

= -

o

% 0.1 3 o

g ] .

Q 4

E -

=1 4

£

S 0.01 -

b= ]
T *

0.001 r ——T—TT T T — T
1 10 100
Stress (MPa)

Figure 17. Plot of minimum creep rate vs. stress for determining stress exponent n of ASTM 8 specimens.

20 4

18 { !

16 {
K1,
£12 4
g , ——ASTM 3.5 10MPa
& 10 1,
2 g —ASTM 3.5 20MPa
ged - - ASTM 8 10MPa

44 . - -~ ASTM 8 20MPa

2 4

0 + . : .

0 200 400 600
Time (hour)

(a)

28



I
18 11
16
g ]!
— /
[}
£ 12 q, )/ —ASTM 3.5 10MPa
= 10 ! /
Al (I —ASTM 3.5 20MPa
S ) - - ASTM 8 10MPa
D - - ASTM 8 20MPa
i
2 4/
/
0 T T T 1
0 50 100 150 200
Time (hour) (b)

Figure 18. Creep strain vs. time plots for alloy 617 specimens with ASTM 3.5 and 2 grain sizes tested at
(a) 950°C and (b) 1050°C.

The comparison was made among all three sets of the specimens at low stress conditions, as
shown in Figure 19. The set of specimens with ASTM 3.5 grain size have the best creep strength at both
950 and 1050°C 5MPa conditions, the specimens with smallest grain size of ASTM 8 have the worst
performance, and the largest ASTM 2 grain size specimens are in between. Therefore, small grain size is

not favorable for high temperature creep strength.

(a)
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Figure 19. Comparison among three sets of specimens of alloy 617 at (a) 950°C 5MPa and (b) 1050°C
5MPa

2.3 Microstructure Characterization
2.3.1Average Grain Size Determination by Optical Microscopy

Optical microscopy was utilized for determining grain size in the different sets of samples.
Specimens were cut from longitudinal, cross-section, and transverse directions, then mounted, polished,
and etched to reveal grain boundaries. Optical images were then recorded from each specimen. Average
grain size was determined by circular intercept Hilliard Sing-Circle procedure per ASTM E112-96, where
a circle with certain circumference length was overlaid on the optical image, and the number of grain
boundaries it intercepted with was counted and recorded, then the ASTM grain size number, G, was

calculated by the following equations:

L 1
N, =N, —and | =— (5)
M N,

G = (-6.6457logl) - 3.298 (6)

where N_ is mean intercept count per unit length, N;is the number of intercepts counted in each image, L

is the total test line length, M is the magnification, | is the mean lineal intercept value.
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Figure 20 shows the images taken from rolling direction, cross-sectional direction and transverse
direction of the as-received alloy 617 material, and each of which was overlaid by a circle with a
circumference length of 5mm in blue, and the intercepts of the circle and grain boundaries were marked in
red cross. Rolling direction was also noted as RD with an arrow in the images. The number of intercepts
were counted, recorded, and calculated by the equations 5 and 6, as listed in Table 7. As a result, the
average grain size can be calculated as 94.4um, which is 3.5 in ASTM micro-grain size number (ASTM
3.5). Same method was applied to the material that underwent hot rolling and annealing. The optical
images are shown in Figure 21, and the average grain size was determined as 181um (ASTM 2), as the
data listed in Table 8.

Table 7. Average grain size determination of as-received alloy 617 material.

Direction Rolling Direction Trgnsvgrse Cros_s-sec_tlonal
Direction Direction
N (# of intercepts) 54 54 51
L (circumference, mm) 5 5 5
N (# of intercepts per unit length) 10.8 10.8 10.2
(a) (b)
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(c)
Figure 20. Optical images taken from (a) rolling direction, (b) transverse direction, and (c) cross-sectional

direction of as-received alloy 617 material showing average grain size determination by circular intercept

method.
Table 8. Average grain size determination of hot-rolled alloy 617 material.
Direction Rolling Direction Trgnsvgrse Cros_s-sec_tlonal
Direction Direction
N (# of intercepts) 26 28 29
L (circumference, mm) 5 5 5
N (# of intercepts per unit length) 5.2 5.6 5.8
(a) (b)

32



(c)
Figure 21. Optical images taken from (a) rolling direction, (b) transverse direction, and (c) cross-sectional
direction of hot-rolled alloy 617 material showing average grain size determination by circular intercept

method.

2.3.2 SEM Analysis

Microstructure analysis of as-received alloy 617 material was performed on the cross-section
specimens by using SEM and EDS. A secondary electron (SE) image was obtained with a magnification
of 500x, the accelerating voltage of 15kV, and the working distance of 10 mm, as shown in Figure 22(a).
It can be seen from the image that it generally consists of matrix in grey and some inclusions shown in
dark color. With the help of EDS, chemical composition of these two phases can be identified as Ni-Cr-X
matrix and Ti(C,N), as shown in Figure 22(b) and (c).

(@)
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Figure 22. Phase composition in as received alloy 617 by (a) SEM image, and EDS spectrum for (b) Ni
matrix and (c) Ti(C,N).
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2.3.3 EBSD Analysis and Grain Boundary Characterization

EBSD analysis has been conducted on samples in both as-received and creep-tested conditions.
The results obtained were able to provide a variety of information which is inaccessible from
conventional microstructure characterization techniques, including grain size distribution, texture,
recrystallization, grain growth, grain boundary development, and so on. Since EBSD data was obtained
from point-by-point scans, statistical analysis could be performed on volume data to give significant
results on the effect of grain boundary on creep property of alloy 617.

Inverse pole figure (IPF) maps were obtained from as-received samples in both rolling direction
and transverse direction as shown in Figure 23. The color on each grain represents the orientation of the
crystal lattice as shown in IPF. It can be seen from the maps that grains are randomly oriented without
specific preference. The grains are generally equiaxed, and there is no elongation in any direction. This
means that there is no texture found in the sample, which also can be confirmed by the pole figures
obtained from same scan shown in Figure 24. Furthermore, each grain is uniformly colored, which means
there are no small angle misorientations existing within the grain. It is an indication that the grains are
well developed during the annealing.

IPF maps were also generated for creep tested specimens from both cross-section direction and
rolling direction. The representative maps of a few test conditions are shown here in Figure 25 to Figure
28. Compared with as-received samples, creep tested samples show strong color variations within each
grain, which means that regions with small angle misorientations exist within the grains. This is an
indication of subgrain boundary formation and subgrain development process caused by creep plastic
deformation. The subgrain boundaries are usually composed of arrays of dislocations, and they will pile
up against precipitates and grain boundaries as creep proceeds. The texture becomes less random after

creep as can be seen in Figure 29 the pole figures from crept samples.

(@)
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(b)
Figure 23. IPF maps for as received alloy 617 samples in (a) cross-section direction and (b) rolling
direction.

¢
P
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(a) (b)
Figure 24. Pole figures for as-received alloy 617 sample from (a) cross section direction and (b) rolling
direction.
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(@) (b)
Figure 25. IPF maps for alloy 617 ASTM 3.5 samples that underwent creep tests at 850°C 50MPa. (a)

cross section direction and (b) rolling direction.

(@) (b)
Figure 26. IPF maps for alloy 617 ASTM 3.5 samples that underwent creep tests at 850°C 100MPa. (a)

cross section direction and (b) rolling direction.
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(a) (b)
Figure 27. IPF maps for alloy 617 ASTM 3.5 samples that underwent creep tests at 950°C 50MPa. (a)

cross section direction and (b) rolling direction.

(@) (b)
Figure 28. IPF maps for alloy 617 ASTM 3.5 samples that underwent creep tests at 950°C 100MPa. (a)

cross section direction and (b) rolling direction.

38



00 1

(@) (b)

001

(©) (d)

Figure 29. Pole figures for creep tested alloy 617 samples at different test conditions, (a) 850°C 50MPa,
(b) 850°C 100MPa, (c) 950°C 50MPa, and (d) 950°C 100MPa.

Statistical results of grain size, and grain size distribution were also obtained from EBSD data.
Twin boundaries were excluded in calculation for grain size. It also needs to be noticed that because the
scan size with respect to the grain size is small, the statistical sample size for included number of grains is

not ideal, for grain size statistics. Therefore, a larger scan size covering more grains would be preferred in
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order to obtain an accurate value on the average grain sie. The average grain size data for as-received and
some of the creep tested samples are listed in Table 9. The grain size distributions for same samples are
shown in Figure 30. The grain sizes of both before and after creep samples exhibits a bimodal distribution
with large grains in ~150-250um diameter and small grains in ~10um. This is due to the pinning effect of
carbides during solid solution annealing. These carbides segregate along the grain boundaries, impeding
the grain boundary migration, so that grain growth becomes much slower in the carbide rich areas. On the
contrary, grain growth is faster in the areas free of carbides, leading to the large sizes of grains. Lillo et al.
[9] reported similar findings by showing that the bands of small grains were approximately parallel with
tensile direction, and high density of carbides pinned grain boundaries in these areas and prevented grain
growth. In addition, a slight decrease in average grain size after creep is found. It is found to be due to the
formation of new small grains by dynamic recrystallization (DRX), which is favored at high temperature
and high strain range. The DRX in alloy 617 was also observed in elevated temperature tensile tests,

especially near strain concentrated regions [10].

Table 9. Average grain size of alloy 617 from EBSD analysis

Sample Temperature (°C) Stress (MPa) Average Grain Size (um)

As-received n/a n/a 128.4
617-D62 850 50 107.5
617-D64 850 100 84.3
617-D61 950 50 86.2
617-D63 950 100 80.1
Grain Size (diameter) Grain Size (diameter)
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Figure 30. Grain size distribution for (a) as-received, and creep-tested at (b) 850°C 50MPa, (c) 850°C
100MPa, (d) 950°C 50MPa, and (e) 950°C 100MPa samples of alloy 617.

Besides orientation, grain size, and texture, EBSD data is also very useful in grain boundary
characterization, which provides important information on creep property and mechanism. Grain
boundaries can be characterized by coincident site lattice (CSL) model according to their geometry. In
CSL model, the degree of fit £ between the structures of the two grains is described by the reciprocal of
the ratio of coincidence sites to the total number of sites. Generally a boundary with high X might be
expected to have a higher energy than those with low X. Low X boundaries such as coherent twin
boundaries (X = 3) have special properties as the boundary plane contains a high density of coincident
sites. Therefore, grain boundaries can be categorized into three types: (1) low angle grain boundaries
(LAGB) with ¥ = 1 and misorientation angles between 2°-15°, LAGB usually are subgrain boundaries; (2)
special boundaries or CSL boundaries with £ < 27, majority of these boundaries are twin boundaries for

FCC materials; and (3) random high angle grain boundaries (HAGB) with misorientation angles higher
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than 15°. As a result, Grain Boundary Character Distribution chart can be generated based on the length
fraction of boundary type. Representative charts for a few conditions are shown in Figure 31, and data for
each sample are listed in Table 10.

It can be seen from the GBCD for as-received sample and shoulder section sample, both of which
had not been subjected to stress, no LAGBSs exist, while LAGB fraction dramatically increased after creep
test. It indicates that subgrain formation is introduced by stress or deformation in creep, and these
subgrain boundaries consisting of arrays of dislocations, which actively rearrange and interact with each
other to accommodate the deformation. For random HAGB, there is no obvious change in their fraction
before or after creep, meaning that grain structures are still intact and no cracks or voids have been
formed.

CSL boundaries are of great interest due to their desirable characters. Although they may have
high degree of misorientation, this type of boundaries has lower grain boundary energy than random
HAGB. Hence, they are more stable and are more effective in hindering the dislocation movements so as
to improve creep property. From the GBCD charts, the CSL boundary fraction is lower for crept samples
than as-received sample, which is due to the emerging of LAGB during creep. Putting the CSL boundary
fraction in perspective with the creep conditions shows an interesting correlation with stress and creep
strain. CSL boundary fraction generally decreases with the increase of stress levels at the same
temperature, as shown in Figure 32. This observation indicates that higher stress forces more boundary
reconfiguration such as grain rotation, so that CSL boundaries break-up and lose their special characters.
It also suggests that LAGB introduced in creep has close correlation with stress. In addition, there is no
obvious difference in CSL boundary fraction between different temperatures, meaning there is no
correlation between boundary character and temperature in this regime. Moreover, one alloy 617
specimen was tested at 950°C 50MPa but the test was terminated at 10% strain of the specimen
corresponding to minimum creep rate range. Together with the as-received specimen and same test
condition but 20% creep strain specimen, they form a series with progressive creep strain. Another
important observation is obtained thereafter by plotting CSL boundary fraction vs. creep strain, as shown
in Figure 33. There is a clear drop in CSL boundary fraction as creep strain increases, which suggests that
the transformation of CSL boundaries happens progressively during creep process, and it may because of

the interaction with dislocations and breakdown of these boundaries.
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Figure 31. Grain Boundary Character Distribution (GCBD) charts for (a) as-received sample, (b) creep
tested at 850°C 50MPa sample, (c) 950°C creep tested shoulder section (OMPa) sample, and (d) creep
tested at 950°C 100MPa sample.

Table 10. Data for Grain Boundary Character Distribution (GCBD) charts

Specimen Temperature Stress LA(_SB CS_L Random _HAGB
(°C) (MPa) fraction fraction fraction
As-received n/a n/a 0.0185169 0.666411 0.315072
617-D62 850 50 0.341627 0.381081 0.277292
617-8 850 75 0.341031 0.332469 0.3265
617-D64 850 100 0.486432 0.257986 0.255582
617-12 950 30 0.34263 0.433154 0.224216
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617-D61 950 50 0.442648 0.393763 0.163589
(1(?027<;r1;p) 950 50 0.26577 0.517558 0.216673
617-5 950 75 0.382183 0.336843 0.280974
617-D63 950 100 0.395535 0.32401 0.280455
617-D63 950 n/a 0.037699 0.695595 0.266706
(shoulder)
617-13 1050 30 0.705294 0.153364 0.141343
617-7 1050 50 0.308553 0.406601 0.284846
617-11 1050 75 0.600485 0.164938 0.234577
0.8 -
—-850°C
0.7 -=-950°C
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Figure 32. CSL boundary fraction vs. stress at 850 and 950°C.
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Figure 33. CSL boundary fraction vs. creep strain at 950°C 50MPa.

In FCC materials, twin boundaries constitute the majority of the special boundaries. Primary twin
boundaries are 3 boundaries formed by a 60° rotation about <111> direction. Secondary twin boundaries
are X3 boundaries formed by 38.5° rotation about <110> direction. Unlike random HAGB, twin
boundaries have high degree of atomic matching, low boundary energy, and thus low mobility. Therefore,
twin boundaries are believed to possess desirable properties such as resistance to dislocation movement,
cracking and corrosion [11]. In addition, twin boundaries can be categorized into coherent twin
boundaries and incoherent twin boundaries. Coherent twin boundary requires the boundary plane to be
aligned with the twin plane, while incoherent twin boundary doesn’t require that. In TSL OIM software,
boundary plane trace and twin plane trace are examined, if they align to each other, the twin boundary is
considered coherent, and vice versa.

Grain boundary maps were generated based on boundary characters for specimens as-received
and creep tested at different conditions, as shown in Figure 34. Green lines are LAGB, blues lines are
HAGB, and red lines are twin boundary. Actually, in the maps, twin boundaries and HAGB overlap with
each other as twin boundaries are also considered as HAGB by their misorientation angles. By comparing
Figure 34(a) as-received specimen and (b) specimen creep tested at 850°C and 50MPa, it is obvious that a
large number of LAGB emerged during creep, as also confirmed by the GBCD data mentioned previously.
By close observation of the twin boundaries, we can find that the twin boundaries are smoother in as-

received specimen, while in crept specimens, some of them are curved, and some are even discontinuous.
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This suggests that the break-up of twin boundaries happened during creep due to the interaction with
dislocation, the grain rotation, and even carbide redistribution and grain boundary diffusion. On the other
hand, comparing as-received specimen with shoulder section of the specimen creep tested at 950°C
50MPa, it is easy to find that not much change happened during high temperature exposure without stress,
which also confirms the dislocation and subgrain formation are introduced by stress in the gage section.
Data of the length of each type of boundary can also be obtained from grain boundary maps, as
listed in Table 11. Therefore, correlations between test conditions and boundary lengths or fractions could
be established. As twin boundaries are considered part of HAGB, the length fraction of those in HAGB
could reflect the change made by creep, and it, in the mean time, also excludes the effect of the emerging
of LAGB. By plotting the length fraction of twin boundary in HAGB vs. stress, as shown in Figure 35, we
can find that twin boundary fraction clearly decreases with the increase of stress, and there is not much
variation due to different temperature. It is indicated that twin boundaries are active elements in the creep
process in terms of rotation, deforming and interacting with dislocations, and all these activities are

related to stress levels.

(a) (b)
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(a) (b)
Figure 34. Grain boundary maps of (a) as-received specimen, (b) creep tested at 850°C 50MPa specimen,
(c) 950°C creep tested shoulder section (OMPa) specimen and (d) creep tested at 950°C 100MPa

specimen.
Table 11. Boundary length data for specimens tested at different conditions
Specimen Temperature Stress LAGB HAGB Twin Boundary Twin/HAGB
P (°C) (MPa) (cm) (cm) (cm) fraction (%)
As-received n/a n/a 0.075 3.98 2.54 63.8
617-D62 850 50 1.66 3.21 1.30 40.5
617-D64 850 100 2.80 2.96 0.82 27.7

617-12 950 30 1.04 1.99 1.09 54.8
617-D61 950 50 1.74 2.19 1.01 46.1

- 0,

617-15 (10% 950 50 1.05 2.90 1.60 56.9
strain)

617-5 950 75 2.10 3.40 0.99 29.1
617-D63 950 100 2.80 2.96 0.82 27.7
617-D63 950 n/a 0.096 2.45 1.71 69.8
(shoulder)
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Figure 35. Twin boundary fraction in HAGB vs. stress for specimens creep tested at 850 and 950 °C.

To sum up, EBSD could provide a lot of very useful information regarding grain size, grain
boundary, texture, etc. Detailed analysis is the key to extract the important messages from the data. In this
study, grain size and grain size distribution information was obtained by statistical analysis on EBSD data.
Grain boundaries were characterized according to their misorientations and properties. Various maps and
plots were generated to show the change happened during creep and to ascertain the responsible factors.
Correlation between the change in length and fraction for different types of grain boundary and test
conditions was also established. Grain size and grain boundary characters have great influence on
material properties and can be altered by means of grain boundary engineering such as thermomechanical
processing so as to control the material properties. The creep property of alloy 617 would be benefitted by
increasing the fraction of special boundaries, resulting in a reduction of grain boundary diffusion and

precipitation of carbides, thus delaying the onset of tertiary creep, and improve creep rupture life.

2.3.4 TEM Observation and Analysis

TEM imaging and detailed dislocation analysis has been performed on creep tested specimens in
different conditions, with special attention given to subgrain and grain boundary areas, in order to obtain
the information of dislocation properties and evidence of creep mechanisms. TEM images were taken in
different zone axes in order to analyze the Burgers vector, orientation, and type of the dislocations.

Selected Area Diffraction (SAD) patterns were recorded for zone direction identification. A double tilt
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specimen holder was used to give most flexibility in orienting the specimen by allowing the specimen to
rotate about two orthogonal axes. Based on the Kikuchi pattern obtained from electron diffraction, the
specimen can then be oriented to the desired zone axes and two-beam conditions. The images were
recorded under “two-beam” conditions achieved by orienting the specimen slightly off the zone axis for
best contrast. Then bright field condition was achieved by aligning the apertures with the transmitted
beam. The tilting angles were recorded for zone axes and two-beam conditions when the images were
taken, for detailed orientation calculation of features of interest.

As shown in Figure 36 for specimen D-61 tested at 950°C 50MPa, five images were recorded
from the exact same area at two different zone directions, namely [011] and [101]. From the images, one
array of dislocations can be seen crossing the subgrain boundary formed by dislocations and dark area in
the upper right corner is carbide. Red arrow on the images marked the dislocation to be analyzed, which
also represents other dislocations in the array since they are in the same orientation. The dislocations are
visible when g = (200), (11-1), and (020), but invisible when g = (-11-1), and (-111). According to g-b
invisibility criterion, the Burgers vector of the dislocation is determined as b = a/2[110]. With the help of
the software named Desktop Microscopist, a stereographic projection can be generated and used for trace
analysis to determine the line direction of dislocation being Ut = [011], as shown in Figure 37(a). The
type of dislocation can then be determined by calculating the angle p between Burgers vector and line
direction. Pure edge dislocation has a Burgers vector perpendicular to the line direction. Burgers vector is
aligned with the line direction in pure screw dislocation. If the Burgers vector is neither perpendicular nor
parallel to line direction, it is determined as mixed dislocation, which has both edge and screw character.
The angle p for this dislocation is calculated as 54.2° so that it is a mixed dislocation. By rotating the
stereographic projection until both dislocation trace and Burgers vector on the circumference, the slip
plane of dislocation can be determined being (-11-1), as shown in Figure 37(b). To sum up the results, the
analyzed set of dislocations are mixed dislocations with Burgers vector of a/2[110], line direction of [011],

and slip plane of (-11-1).
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(9)
Figure 36. TEM micrographs of specimen D-61, creep test condition 950°C 50MPa.

(b)
Figure 37. Stereographic projections for (a) dislocation trace analysis and (b) dislocation slip plane
determination for specimen D-61 tested at 950°C 50MPa.

TEM images for specimen D-62 creep tested at 850°C 50MPa show a subgrain boundary
composed of an array of dislocations, as shown in Figure 38. Dislocation analysis results show the
Burgers vector of the dislocation is a/2[110], and the line direction is perpendicular to Burgers vector.
Therefore it is an edge dislocation. The slip plane is determined as (-110), giving the evidence of
dislocation climb. This observation indicates that when there is low-angle misorientation, dislocations can

move by climbing to overcome and thus form the subgrain boundary.
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(e)
Figure 38. TEM images of specimen D-62 area 1, creep test condition 850°C 50MPa.

Similar analyses were conducted on the specimens that are tested at different conditions, and
results are listed in Table 12. From the table, most dislocations being analyzed are mixed type, not
dependent on temperature or stress. The major slip system is found to be {111}<110>, typical for FCC
material, suggesting that dislocation glide mechanism is dominant under most conditions.

Some features are of great interest in providing evidence for creep mechanism. As images shown

in Figure 39 for specimen 617-14 tested at 850°C 30MPa, two arrays of dislocations cross with a third
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array of dislocation, and pile up against the precipitates. It is clear that the distances between dislocations
are lower in the area close to precipitate, indicating the pinning effect of the precipitates. The images also
show the precipitates have dislocation passing them, which confirms the power law dislocation climb-
glide mechanism is in dominant. Another area for the same specimen shows more precipitates in different
shapes, as in Figure 40. Generally all the observed precipitates are somewhat cuboidal shape, not

spherical, and they provide good effects in impeding dislocation movements.

Table 12. Dislocation analysis results for specimens creep tested at different conditions

Specimen Tem(p()%;\ ture Stress (MPa) %/lggtirrs Dilr_eltr:]t?on Slip Plane DISJFC;;:;.(;[IOH
617-14-1 850 30 a/2[101] [011] (11-1) mixed
617-14-2 850 30 a/2[101] [011] (11-1) mixed
617-14-2 850 30 a/2[01-1] [001] (-100) mixed
D-62-1 850 50 a/2[101] [-110] (11-1) mixed
D-62-2 850 50 a/2[110] [001] (-110) edge
D-62-3 850 50 a/2[011] [101] (-1-11) mixed
D-62-4 850 50 a/2[101] [011] (11-1) mixed
D-64-1 850 100 a/2[0-11] [0-11] (111) screw
617-12-1 950 30 a/2[10-1] [001] (-11-1) mixed
1%10/1;?;” 950 50 a/2[011] [101] (-1-11) mixed
617-15-1 .
10% strain 950 50 a/2[0-11] [101] (-111) mixed
D-61-1 950 50 a/2[110] [011] (-11-1) mixed
D-61-2 950 50 a/2[110] [122] (-22-1) mixed
D-61-3 950 50 a/2[01-1] [001] (-100) mixed
D-61-4 950 50 a/2[01-1] [001] (-100) mixed
617-13-1 1050 30 a/2[01-1] [001] (-100) mixed

TEM images recorded for specimen D-62 creep tested at 850°C 50MPa are shown in Figure 41.
These images clearly displayed that subgrain boundaries are composed of arrays of dislocations. These
dislocations move in different directions and interact with one another to form subgrain boundaries. Some
dislocations within the subgrain are also rearranging themselves and moving towards boundaries. Another
area from the same specimen showed an array of dislocation in very high density piling up against
precipitate, as shown in Figure 42.

Stacking faults were found in the TEM images for specimen 617-15 creep tested at 950°C 50MPa
and terminated at 10% creep strain, as shown in Figure 43. Dislocation slip generally occurs by the

glissile motion of perfect dislocations on close packed planes and in close packed directions in one of the
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twelve {111}<110> slip systems. Stacking fault is generated in certain conditions when providing
favorable lower strain energy by dislocation reaction. In the reaction, dislocations dissociate into

Shockley partials with a Burgers vector of a/6<112>, as

a a a. - -
8[110] 96[211]+SF +E[121] on (111) (7)

The region between these two Shockley partials is the stacking fault. As the result of atomic plane
disruption, stacking faults can be categorized into intrinsic or extrinsic type. An intrinsic stacking fault is
formed when an atomic plane is removed, for FCC materials, the original ABCABCABC sequence is
changed to ABCACABC. On the contrary, the extrinsic stacking fault is formed when an additional
atomic plane is inserted, altering sequence to ABCACBCABC. These stacking faults are possibly formed
by the collapse of vacancies, condensation of interstitials, or by shear displacements of atomic planes.
Unfortunately, more information is needed for a complete stacking fault analysis in this specimen.
Interaction between dislocation and subgrain or grain boundaries were also recorded in some
specimens. Figure 44 shows an array of dislocations pile up against grain boundary but cannot pass
through it at 950°C 50MPa test condition. For the specimen tested at a higher temperature of 1050°C as
shown in Figure 45, an array of dislocations slip through a subgrain boundary without any difficulty. In
Figure 46 for another area on the same specimen, totally three arrays slip through subgrain boundaries can
be observed at different orientation. However, boundaries still have impedance to the slip of dislocations,
as can be seen from the higher dislocation density close to boundaries. Higher temperature leads to higher

diffusivity in matrix, which is easier for dislocation movement.

(a) (b)
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(c) (d)
Figure 39. TEM images of specimen 617-14 area 1, creep test condition 850°C 30MPa.

(a) (b)

(c) (d)
Figure 40. TEM images of specimen 617-14 area 2, creep test condition 850°C 30MPa.
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(c) (d)

(e)
Figure 41. TEM images of specimen D-62 area 2, creep test condition 850°C 50MPa.
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(@) (b)

(c) (d)

(e)
Figure 42. TEM images of specimen D-62 area 3, creep test condition 850°C 50MPa.

57



(a) (b)

(c) (d)
Figure 43. TEM images of specimen 617-15, creep test condition 950°C 50MPa, terminated at 10% creep

strain.

(a) (b)
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(c) (d)
Figure 44. TEM images of specimen D-61, creep test condition 950°C 50MPa.

(a) ()

(c) (d)
Figure 45. TEM images of specimen 617-13 area 1, creep test condition 1050°C 30MPa.
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(@) (b)

(c) (d)
Figure 46. TEM images of specimen 617-13 area 2, creep test condition 1050°C 30MPa.

2.4 Static Recrystallization Study

In order to study the effects of grain size and grain boundary character on creep mechanisms,
alloy 617 with wide range of grain sizes was developed by static recrystallization. As-received alloy 617
plate was first cold rolled by multiple passed to reach the reduction of 10, 20, 30, 40, 50, and 60% of the
original thickness. Then the samples were cut from deformed plates to be annealed at 900 and 1000°C for
different length of time. Hardness for each sample was measured by Micro Indenter. Optical Microscope
and EBSD were utilized for microstructure and grain boundary character examination.

Evidence for working hardening during cold rolling is displayed as the hardness increases with
thickness reduction, as shown in Figure 47. In the optical microscope images, as-received sample displays
equiaxial grains, 30% deformed sample displays somewhat elongated grains, and 60% deformed sample

clearly shows elongated grains in layered structure along rolling direction, as shown in Figure 48.
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Figure 47. Hardness for cold rolled alloy 617 samples.

(a) (b)

(c) (d)
Figure 48. Optical microscopy images for alloy 617 in (a) as-received, (b) 10% deformed, (c) 30%

deformed, and (d) 60% deformed conditions.
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IPF maps generated from EBSD data for same samples as shown in Figure 49. As-received
sample shows uniformed color in each grain meaning no misorientation within grains. 10% deformed
sample starts showing a little variation in color, and 30% deformed sample shows a lot color variations,
indicatating the formation of LAGB, and some evidence of grain boundary breaking are also discovered.
In 60% deformed samples, grains are highly deformed and forced to intertwine with each other, large part
of grain boundaries are broken. This indicates that the deformation by cold rolling results in extensive
work hardening, and it increases with the deformation strain.

IPF maps for annealed samples show active recrystallization process happens during annealing,
as shown in Figure 50. For 10 and 30% deformed sample annealed at 900°C for only 15 minutes, LAGB
were greatly reduced and some small size grains were already formed. For 60% deformed sample
annealed at same temperature for 15 minutes, the recovery happened even faster. Small grains with well-
developed grain boundaries were formed, and LAGB could be barely found. After 3 hours annealing at
900°C, the fine grains were fully developed with high fraction of twin boundaries, which may provide
excellent resistance to creep. These observations suggest that the process of recovery, nucleation, and
grain growth are active from the early stage of annealing. It is also confirmed by the hardness
measurements of annealed samples, as shown in Figure 51. The hardness values dropped dramatically
within the first 15 minutes of annealing, but generally maintained at same level for the rest of time. The

rates of recovery are also correlated to the deformation, as it increases with the deformation percentage.

@) (b)

62



(c) (d)
Figure 49. IPF maps for alloy 617 in (a) as-received, (b) 10% deformed, (c) 30% deformed, and (d) 60%

deformed conditions.

(a) (b)

(c) (d)
Figure 50. IPF maps for alloy 617 samples for (a) 10% deformation annealed at 900°C for 15 minutes, (b)
30% deformation annealed at 900°C for 15 minutes, (c) 60% deformation annealed at 900°C for 15

minutes and (d) 180 minutes.
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Figure 51. Hardness of samples annealed at 900°C for different time.

The grain size information was also obtained from EBSD data, and plotted vs. deformation
percentage, as shown in Figure 52. It can be seen that a wide range of grain size was successfully
manufactured by cold rolling and annealing process. A very fine grain size at 2-3um was produced by
60% cold rolling followed by 15 minutes annealing at 900°C. The grain size decreases with the increase
in deformation. In addition, the grain sizes varied a lot among different cold deformation, but are very
close to each other at same deformation percentage with different annealing conditions. It suggests the

grain size has greater dependent on cold deformation than annealing temperature and time.

Figure 52. Grain size vs. cold deformation percentage for alloy 617 samples after annealing at 900 and
1000°C.
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The grain boundary characters of the deformed and annealed samples are investigated by EBSD
studies. This has been shown that the Coincidence Site Lattice [CSL] special boundaries have advantages
for the creep resistance due to their nature. Therefore, increasing the fraction of these boundaries will
probably result in higher creep resistance. Figure 53 shows the S 3 CSL boundaries formed after 30%

deformation and annealing at different conditions.

== CSL (23) boundary
Figure 53. The CSL boundaries and 1Q map of the 30% deformed samples at 900 and 1000C after

different holding time. The red lines show the S 3 boundaries.
The summary of the grain boundary characters of the deformed and annealed samples are shown in

Figure 54. The very fine grained structures resulted from 60% deformation show lower CSL fraction.

This might be attributed to the highest fraction of cell structures formation.
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Figure 54. The CSL boundary fraction summary of the deformed and annealed samples.

These cells continuously recrystallized to grains with random grain boundaries. Therefore, the fraction of
CSL boundaries decreased. 30% deformed samples are showing the highest fraction of CSL boundaries
and seems to be good candidate for increasing the creep resistance and simultaneously having some
benefits of the fine grain size microstructure. The 30% deformed sample annealed at 1000C for 60 min is

showing the highest CSL fraction of 71% and it has the grain size of 15 micron.

3. Discussion
3.1 Dislocation Creep

Power law dislocation climb-glide mechanism is proposed as the dominant creep mechanism for
alloy 617 at 850-1050°C, 5-100MPa, as the stress exponent values are determined close to 5. This
mechanism has two components, dislocation climb and dislocation glide, as schematically shown in
Figure 53, and the creep rate is controlled by the slower of the two rates. Usually at high temperature,
dislocation climb happens much slower than glide, and thus is rate controlling.

The TEM images show relatively low dislocation density within grains, and majority of
dislocations are observed as straight lines moving in arrays, indicating the dislocation movement and
annihilation happen quickly during creep. The analysis give the result of most dislocations in typical FCC
{111}<011> slip system. These are the clear evidences to dislocation glide mechanism.

The dislocation climb process is driven and controlled by the diffusion of vacancies to or from the
climbing dislocation through lattice, which depends on the temperature and activation energy. At high
temperatures, the pinning effect of precipitates is not efficient as at moderate temperatures, and

dislocations with enhanced mobility are able to pass them by climb or cross-slip. The low dislocation
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density within grains suggests that dislocation climb rate is relatively high at high temperatures.
Dislocation climb mechanism allows edge dislocation to move perpendicular to its slip plane to overcome
the obstacles. Evidence from TEM observations were found as edge dislocations on {110} plane to
confirm the dislocation climb. Dislocation analysis determined them being mixed type dislocation which
also have the capability to climb over the obstacles. Combined the evidences observed by TEM,

dislocation climb-glide mechanism is proved to be the dominant mechanism in alloy 617 creep.

Figure 53. Schematic diagram showing dislocation climb-glide mechanism.

3.2 Dynamic Recrystallization

According to the study by Weertman [12], a steady-state creep should be achieved for dislocation
climb by the balancing between strain hardening and stress relaxation recovery. However, a well-defined
secondary creep stage was not observed in ASTM 3.5 samples, and the creep rates keep increasing after
their minimum values were reached, which is in good agreement with previous studies. The initial drop in
creep rate found in low stress tests (<50MPa) is due to M,3Cq carbides precipitation which hardens the
matrix and pins dislocations during the temperature stabilization period before the stress applied, and this
phenomenon is significantly reduced by aging treatment [13].

This unconventional creep behavior with increasing creep rate after its minimum value is reached,
is the result of dynamic recrystallization (DRX). Unlike static recrystallization, DRX occurs during
straining of materials at high temperature and it only occurs after a critical amount of strain is reached.
Thereafter, the strain-hardening and recovery stop to be the dominant mechanism, and DRX is more
responsible for creep. The representation of DRX process is shown in Figure 54, and described by Sakai
[14]. First, dislocations are developed near the grain boundaries and original boundaries start to corrugate.
Then as the strain accumulates, some grain boundary sliding takes place, leading to the development of

subgrain boundaries or twin boundaries. Finally, subgrains are formed at the serrated grain boundaries.
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(a) (b)

(©)

Figure 54. Schematic representation of the process of new grain formation during DRX [14].

DRX has been observed and reported in alloy 617 during creep by Chomette [13], Mo [10],
Sharma [15,16], and etc. It is preferred to happen in the areas with high concentration of carbides,
because carbides have pinning effects on HAGB resulting in small grain sizes strengthen this area, and
thus the HAGB together with carbides impede the movement of dislocation. So-called “particle
deformation zones” are created by high density dislocations and large orientation gradient. In this way,
HAGB and carbides provide concentrated nucleation sites, and higher dislocation density provides the
source for subgrain boundary formation. During high temperature creep, therefore, subgrain structures
can easily develop into new grains via the transformation of subgrain boundaries into LAGB [17], and
then new HAGB. In addition to the carbides concentrated areas, the original HAGB are also preferred
regions for DRX as mentioned previously.

DRX could be characterized by stress-strain curves as one or multiple peaks will appear as
material hardens to a peak stress depending on deformation condition. Then softening happens attributed
to the growth of recrystallized grains accompanied by dislocation annihilation. Typical stress-strain

curves for DRX are illustrated in Figure 55. In addition, the hardening rate, 8, as a function of stress,

usually decreases at a constant or decreasing rate, but DRX, on the other hand, causes an acceleration of
the decreasing rate. Therefore, the overall creep rate increases after DRX taking over in creep.
Furthermore, in DRX, uniform and dislocation-free grain structure will not be attained as in static
recrystallization, because the dislocations continue to be generated with straining, and keep providing the

sources for DRX. Since DRX only happens in some specific regions for alloy 617, and the rest areas have
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much less activities, the recrystallized area is much smaller than the unrecrystallized area, so that a fully

recrystallized microstructure featuring steady-state creep could not be attained.

Figure 55. DRX in Ni and Ni-Co alloys in torsion [18].

Evidences for DRX was seen in the EBSD orientation maps, as shown in Figure 56.
Recrystallized grains with size smaller than 40um were highlighted in the image quality maps, with dark
lines being HAGB, and green lines being LAGB. There are only a limited number of small grains in the
as-received sample, and they are randomly distributed on the HAGB. These grains, as mentioned
previously, are formed during annealing because of the strong pinning effects of the carbides, preventing
them from growth. On the contrary, recrystallized small grains can be observed in agglomerated form in
groups in both crept samples. These recrystallized grains are distributed along grain boundaries and areas
with rich carbides, as they are the effective obstacles to dislocation movement, and thus provides sites
suitable for DRX. The sample tested at 850°C 50MPa shows more recrystallized grains and they are more
grouped together than the sample tested at 950°C 100MPa. It is because the creep happens much slower
at lower temperature and stress, allowing more time for nucleation and grain growth in DRX. Therefore
DRX explains the slight decrease in the average grain size after creep as the number of small

recrystallized grain increases.
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Figure 56. EBSD image quality maps with highlighted small grains for (a) as-received, (b) creep tested at
950°C 100MPa, (c) creep tested at 850°C 50MPa, and (d) grain size distribution showing highlighted

grain sizes.

The recrystallized grain size is also dependent sensitively on the deformation conditions. The
strain dependence of DRX has also been reported by Mo [19]. Figure 57 shows IPF maps for samples cut
from necking zone and 2mm away from necking zone after short term tensile test at 1000°C. Large
fraction of recrystallized grains indicates DRX is more intense in higher strain area. Seemingly texture is
formed in the original large grains, while recrystallized small grains have various orientations. Twin
boundaries are also generated during DRX due to the alloy’s low stacking fault energy [11]11. On the

contrary, original twin boundaries lose their coherency during creep and evolve into high £ CSL
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boundaries or HAGB. These two process leads to a small reduction in twin boundary fraction as observed
in ASTM 3.5 samples.

(@) (b)
Figure 57. DRX in tensile test at 1000°C, (a) 2mm from necking zone, (b) near necking zone [19].

Statistical data obtained from EBSD show that there is no obvious change in grain size during
creep in alloy 617. The slightly decrease in average grain size at some conditions is due to DRX. Alloy
617 is known for exceptional thermal stability because the carbides and other intergranular particles
inhibit the grain boundary migration and grain growth, and thus the grain boundary characters stay
unchanged during thermal aging. Tan et al. reported well preserved GBCD after thermal aging of alloy
617 at 850 and 1000°C for 4 and 6 weeks [11,20]. However, GBCD in alloy 617 during high temperature
creep did evolve due to plastic deformation. While HAGB fraction stayed unchanged, LAGB increased
dramatically during creep, indicating the subgrain boundary formation. More importantly, the fraction of
CSL boundary decreases during creep with the increase of stress levels, but independent on temperature.
CSL boundary fraction also depends on the creep strain, as it decreases with the increase in strain.
Moreover, the fraction of twin boundary over HAGB shows similar dependence on the stress levels.
These observations are contrary to Schlegel’s results [21], where there is slight increase or no obvious
change in the special boundary fraction. It is possibly because of the difference in creep test condition and
strain range of the specimens.

TEM observations confirmed the presence of carbides as the effective impedance to dislocation
movements. These carbides are believed to be My3Cs type, as they are mostly coherent with the y matrix
through a cube-on-cube orientation relationship according to previous studies by Wu [22]. Dislocations
are concentrated in the areas close to precipitates or grain boundaries, providing sources for DRX to
further transform into subgrain boundaries.

The onset of DRX is marked by the reach of critical strain, which depends on the combination of

a number of factors. The critical strain decreases with temperature increase and with decrease in strain
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rate as well as with decrease in the grain size. On the other hand, the precipitation of second phase
particles has the opposite effect on DRX. When the pinning force due to the particles exceeds the driving
force for boundary bulging, DRX is suppressed and finer DRX grains are formed at larger strains, if at all
1414]. This would well explain the inconsistency in creep behavior of ASTM 2 samples. The
conventional creep curves were obtained at 850 and 950°C, indicating steady-state power law dislocation
was in dominant, and no DRX happening. Because the dislocation density is not high enough to form
subgrain boundaries, and thus DRX was suppressed. While the test temperature went up to 1050°C, the
mobility of dislocation was higher and a lower critical strain was attained. Therefore DRX happened
quickly and led to monotonic increasing creep curves. Similarly at 950°C for ASTM 2 samples, low stress
level of 5MPa could not provide enough driving force for DRX to happen, but at 30MPa or higher
stresses, DRX happened with ease.

The DRX is also sensitive to initial grain size. The flow curve by stress vs. strain shows two
froms, a single peak or multiple peaks with reducing amplitude leading to an effective steady-state. It has
been suggested that the fluctuation in flow curve indicates that grain coarsening is occurring while a
single peak is associated with grain refinement [23]. When it is fine grained material, grain coarsening
takes place until a stable grain size is reached. In contrast, the single peak form is associated with grain
refinement in initial coarse grained materials. Zener-Holloman parameter could be used to evaluate the
initial and recrystallized grain sizes, expressed by,

Z= eexp(%) (8)

ZDm=K 9)

where Z is Zener-Hollomon parameter, ¢ is strain rate, Q is apparent activation energy, R is gas constant,
D is initial or recrystallized grain size, K and m are constants related to materials. The Zener-Hollomon
parameter is also seen as temperature compensated strain rate. The value of the activation energy is an
experimental constant. It is usually higher than that of self-diffusion, indicating that formation under
DRX is thermally activated and involves self-diffusion [24]. The relationship between grain size and
Zener-Hollomon parameter is illustrated in Figure 58. In general, with the increase in grain size, the strain
rate by DRX decreases. This also explains why DRX does not occur in ASTM 2 samples at 850 and
950°C.
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Figure 58. Relationship between grain size and Zener-Hollomon parameter [25].

In general, DRX is the major reason for the unconventional creep behavior in alloy 617,
particularly the increase in the creep rate after the minimum value is reached, and no well-defined steady-
state creep. It is considered an effective metallurgical process for grain refinement during hot deformation.
Therefore, thermal mechanical processing needs to be properly controlled in order to obtain suitable
distribution of large grain size and inhibit grain refinement, so as to develop desired mechanical

properties for alloy 617.

3.3 Diffusional Creep

Though dislocation creep dominates under most test conditions, however, at high temperature and
very low stress level conditions, diffusional creep could also be occurring, especially in the fine-grained
materials. Diffusional creep is caused by the mass transport of vacancies within grain as Nabarro-Herring
creep or along the grain boundary as Coble creep. The minimum creep rate of diffusional creep for alloy

617 ASTM 8 specimens can be calculated by the equation as following,

Nabarro-Herring creep:

(10)
Coble creep:
;C:AC,DGB.(S,,ﬂ (11)
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where Ann and Ac are constants, is grain size, d’ is the grain boundary thickness, is atomic volume, is
Boltzmann constant, and DL and DGB are diffusivity in lattice and grain boundary, and can be calculated

from

D =D, exp(—lg_) (12)

Given a high temperature low stress condition of 1050°C, 2 MPa, assuming there is no grain size
effect to the value of activation energy for Nabarro-Herring creep, the average activation energy of
405kJ/mol for lattice diffusion obtained from ASTM 3.5 specimens could be applied, with D, = 8.5107

m?/s and Any = 12 (usually 10~14). The minimum creep rate for Nabarro-Herring creep under these

conditions is calculated to 1.1210° h™. In Coble creep, the vacancy diffusion occurs along grain
boundaries, giving a lower value of activation energy and diffusion coefficient. Using D, = 1.9410° m®/s
and Q of 128 kJ/mole calculated by Gust [26] and Ac of 40 (usually 30~50), the minimum creep rate for
Coble creep therefore is calculated to be 1.3010° h™. Considering the temperature and stress conditions in
this study together with the calculation results, Coble creep contributes the majority part of the diffusional
creep rate in the fine-grained material.

For creep conditions in the high temperature low stress regime, the creep mechanism for alloy
617 is the result of a combined contribution from both dislocation creep and diffusional creep, and can be
expressed as following:

Erotal = Epitusional T Enisiocation

(13)

Extrapolating the test data for ASTM 8 specimens, the minimum creep rate at 1050°C, 2MPa will be
1.87x10°° h™". This suggests that about 70% of the creep rate is from diffusional creep under this condition,
and dislocation creep only contributes about 30%. However, the relative contribution from diffusional and
dislocation creep depends on temperature and stress, as shown in Figure 59. Because of the difference in
stress exponent, diffusional creep contributes more to the overall creep rate at lower stress levels, whereas
dislocation creep contributes more at relatively higher stress levels.

Since both Nabarro-herring and Coble diffusional creep mechanisms have a stress exponent of 1,
a overall stress exponent lower than 5 is expected when both diffusonal and dislocation creep contribute.
Therefore, the experimentally calculated stress exponents of around 3 for ASTM 8 specimens is good
evidence that diffusional creep also contributes in a major way to the overall creep rate. As shown in
Figure 60, dislocation creep for ASTM 3.5 specimens is in red lines, having a stress exponent of ~5;
diffusional creep by calculation is shown in green line with a stress exponent of 1; and the test data from
ASTM 8 specimens are shown in blue line. From the combination of dislocation and diffusional creep,

the stress exponent of ~3 is obtained in the ASTM 8 material.
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Figure 59. Relative contribution from diffusional creep and dislocation creep in Alloy 617 with grain size
of ASTM 8.

Figure 60. Stress exponent calculation showing both dislocation and diffusional creep contribute to total

creep strain rate in alloy 617 with grain size of ASTM 8.
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Deformation maps are usually used to indicate the dominant mechanism at different temperatures
and stresses. Although a complete deformation mechanism map for alloy 617 has not been developed yet,
the map for pure nickel could be a good reference, as shown in Figure 61. Alloy 617 has a melting
temperature range of 1332-1380°C, shear modulus of 61-49GPa between 800-1100°C. Therefore, the
homologous temperature is about 0.55-0.65, normalized shear stress is 10°-10™. The covered region, as
shown in Figure 61 in red, is close to the boundary of power law creep. The boundary line for different
mechanisms could be different depending on grain size. Diffusional creep participates in creep process in
fine-grained alloy 617, as samples with different grain sizes show different creep behavior and stress
expoents. Nabarro-Herring creep mostly happens at extremely high temperature, above 0.9 of
homologous temperature. Therefore the diffusional creep occurring here in alloy 617 is mainly Coble

creep. Detailed evidence from microstructural analysis will be needed to further confirm this.
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Figure 61. Deformation mechanism map for pure nickel with a grain size of 0.1mm (from [27]).

For specimens with ASTM 8 grain size, DRX was also observed and reported in the microcreep
tests on foil specimens [28]. A decrease in average grain size is expected by DRX and, as a result,
diffusional creep, which depends on the grain size, will also be easier. Therefore, after the critical creep
strain is reached, DRX also participates in creep, together with diffusional and dislocation creep.
Microstructure examination on crept samples is needed in the future to provide direct evidences for the
different creep mechanisms, especially diffusional creep.

To sum up, in alloy 617 materials with different grain sizes dislocation climb-glide process is the

dominant creep mechanism. DRX happens at a certain strain after the minimum creep is reached
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depending on the creep condition and grain size, and is the reason for the unconventional creep behavior.
For fine-grained material, diffusional creep also contributes significantly to the creep process at high

temperature and low stress level regime.

4. Study on Alloy 800H

Alloy 800H is considered as another candidate for NGNP IHX applications. It is an Fe-based
austenitic stainless steel with nominal chemistry (wt%) of Fe-33Ni-22Cr-0.4Al-0.3Ti. This is largely a
solid solution strengthened austenitic alloy with minor strengthening contributions provided by carbides.
Alloy 800H is the only alloy that is ASME Code qualified for use in nuclear systems, but only for
temperatures up to 760°C and maximum service time of 300,000 hours. In this study, two sets of alloy
800H specimens with grain sizes of 20um (ASTM 8) and 150um (ASTM 2.5), respectively, were tested
at 850, 950°C and 30-75MPa. Prior to the tests, a study of grain growth behavior in alloy 800H using the
20 pm grain size material was first conducted and the results are described below first, followed byt eh

creep test results.

4.1 Grain Growth in Alloy 800H

The aim of this part of the work was to study the static grain growth behavior in the hot-rolled ,
finer grain size (ASTM 8; 10-20 mm) alloy 800H material, in order to establish the appropriate time and
temperature for heat treatment to achieving materials with a coarse grain size corresponding to ASTM #
4-5 (65-90 mm). A second goal was to understand the mechanisms of grain growth in the presence of the
different dragging particles.

Cut samples from the hot-rolled, finer grain size (10-20 microns) alloy 800H material that was
obtained from INL were annealed at 850 and 950°C, these two temperatures being chosen based on the
desired service temperature of the alloys. The phase diagram of alloy 800H calculated using ThermoCalc
software is displayed in Figure 62. This phase diagram shows that at 950°C (1223K) the equilibrium
phases are austenite (fcc), and titanium carbide, and at 850°C (1123) the equilibrium phases are austenite
(fcc), titanium carbide and chromium carbide, and M3Cs.

Samples of hot rolled alloy 800H alloy were annealed at 850 and 950°C for 3, 10, 30 and 100 h,
followed by water quenching. Microstructure was observed by optical microscope and scanning electron
microscope to observe the microstructure and determine the grain size. The average grain size was
determined by line interception method.

The results, Figures 63-70, show an increase in the grain size with increasing time at both

temperatures while the mechanism of grain growth seems to be slightly different. At 850°C average grain
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size increased from 13.5 mm at 3 hrs to 17.2, 24.5, and 33.6 mm at 10hrs, 30hrs and 100hrs, respectively,

and follows the grain growth law of the type:

R"= Ro+kt (14)

Figure 62. Phase Diagram of Alloy 800H calculated using ThermCalc.

It is reported that n is expected to be 3 for bulk diffusion controlled grain growth and about 4 for
interface controlled grain growth. Plotting the logarithmic scale of grain size versus time gives us the n
exponent. This exponent is about 3.71 for grain growth at 850°C (Figure 66), which suggests interface
controlled growth at this temperature mostly due to titanium carbides and My3Cs dragging particles. At
950°C average grain size is 20.9, 33, 40.8, and 61.5 mm at 3hrs, 10hrs, 30hrs and 100hrs, respectively.
The grain growth exponent is about 3.37 (Figure 67). It seems grain growth is controlled by both bulk and
interfacial diffusion. The average grain size of the samples is higher at 950°C because of higher diffusion
rate and higher mobility of interface at the higher temperature. Also carbides fraction and type is different
at these two temperatures. To achieve the grain size of 90 mm we need to use longer times at 850 and
950°C or increase temperature to 1050°C. The results of the grain growth at 1050C are shown in Figures

69 and 70. Optical micrographs show coarse grains after annealing samples at 1050°C over 10hrs.
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Figure 63. Optical micrographs of hot rolled alloy 800H annealed for 3, 10, 30 and 100 h at 850°C.

Figure 64. SEM micrographs of hot rolled alloy 800H annealed for 3, 10, 30 and 100 h at 850°C.
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Figure 65. Optical micrographs of hot rolled alloy 800H annealed for 3, 10, 30 and 100 h at 950°C.

Figure 66. Grain growth data and plots obtained from hot rolled alloy 800H annealed at 850°C.
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Figure 67. Grain growth data and plots obtained from hot rolled alloy 800H annealed at 950°C.

Figure 68. Temperature and time data for grain growth at 850 and 950°C obtained from hot rolled alloy 800H.
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Figure 69. Optical micrographs of hot rolled alloy 800H annealed for 1, 3, 10, 30 and 100 h at 1050°C.
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Figure 70. Grain growth data obtained from hot rolled alloy 800H annealed at 1050°C.
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4.2 Results of Creep Tests on Alloy 800H
The creep test condition for each specimen is listed in Table 13 and 14. The same specimen
geometry and testing method is used as that for alloy 617, which is described in section 2.1. The results
and analysis are presented in the following.
Table 13. Creep test conditions for alloy 800H with grain size of ASTM 2.5

Specimen Temperature (°C) Stress (MPa)
800-5 850 30
800-3 850 50
800-1 850 75
800-7 950 30
800-6 950 50

Table 14. Creep test conditions for alloy 800H with grain size of ASTM 8

Specimen Temperature (°C) Stress (MPa)
A8-6 850 30
A8-1 850 50
A8-2 850 75
A8-9 950 10
A8-5 950 30
A8-4 950 50

Creep curves of two sets of alloy 800H at various conditions are shown in Figures 71 and 72.
Similar to alloy 617, defined secondary creep stage is not present, and the start of tertiary creep stage is
not clear. Comparisons of creep curves between ASTM 2.5 and ASTM 8 specimens at same test
conditions at 850°C 50MPa and 950°C 50MPa are shown in Figure 73. It is clear that at both conditions
ASTM 8 specimens with smaller grain size reach 20% strain much faster than ASTM 2.5 specimens. The
comparison of creep rate vs. strain curves was also made as shown in Figure 74. For both sets of
specimens, the creep rate underwent a initial drop followed by a monotonic increase after the minimum is
reached. The difference is ASTM 2.5 specimens reach the minimum creep rate within 1% strain, much
earlier than that of ASTM 8 specimens. The creep rates of ASTM 8 specimens are always higher than

ASTM 2.5 specimens throughout the whole creep tests.



(@)

(b)
Figure 71. Creep curves for ASTM2.5 specimens at (a) 850°C and (b) 950°C
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Figure 72. Creep curves for ASTM 8 specimens at (a) 850°C and (b) 950°C
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Figure 73. Comparison of creep curves between ASTM 2.5 and ASTM 8 specimens at same test
condition (a) 850°C 50MPa, and (b) 950°C 50MPa.
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Figure 74. Comparison of creep rate vs strain curves between ASTM 2.5 and ASTM 8 specimens at same
test condition (a) 850°C 50MPa, and (b) 950°C 50MPa.

Calculations of the stress exponent values were performed on both sets of specimens, by plotting
minimum creep rate vs stress, as shown in Figure 75. Good linear relationship was obtained from the test

data points, and the estimated stress exponents values are 5.3 and 3.6 for ASTM 8 specimens at 850 and



950°C respectively, and 11.2 and 15.1 for ASTM 2.5 specimens at 850 and 950°C. The activation energy
values were also calculated by plotting minimum creep rate vs inverse of temperature, Figure 76. The
results for ASTM 8 specimens are close, 352 and 365 kJ/mole for 30 and 50MPa. On the other hand,
activation energy values show inconsistency for ASTM 2.5 specimens, being 263 kJ/mole at 30MPa but
352 kJ/mole at 50MPa.

Figure 75. Estimation of stress exponent values for alloy 800H ASTM 2.5 and 8 specimens at 850 and
950°C.
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Figure 76. Estimation of activation energy for alloy 800H ASTM 2.5 and ASTM 8 specimens at 30 and
50MPa.
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The changes in microstructure following creep testing were studied by EBSD/orientation imaging
and representative orientation maps from the coarse-grained and fine-grained materials after creep testing
at 850°C at stress levels of 50 and 75 MPa are shown in Figures 77 and 78, respectively. Evidence for
sub-grain formation (judged by color variations) within the grains could be seen clearly in both the coarse
and fine-grained material. The latter also showed the presence of numerous recrystallized grains. It thus
appears that dislocation power law/climb-glide creep is the dominant mechanism in alloy 800H over the
temperature and stress range studied. The higher stress exponent observed in the coarse-grained material
suggest the presence of a threshold stress to activate climb. In this case, fine carbides present in the

material may also be effective in pinning the dislocations.

800H-Coarse Grain-850C

50MPa

75MPa

Figure 77. Orientation map of the crept samples of the coarse grain alloy 800H at 850°C and stress levels of

50 and 75MPa.
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800H-Fine Grain-850C

50MPa

75MPa

Figure 78. Orientation map of the crept samples of the fine grain alloy 800H at 850°C and stress levels of 50

and 75MPa.

5. Conclusions

In this study, the creep behavior of Alloy 617 and alloy 800H was investigated by creep tests in a
systematic test matrix consisted by various temperatures (850-1050°C) and stress levels (5-100MPa) for
samples with three different average grain sizes (ASTM 8, 3.5, 2). Obtained creep data was analyzed to
determine creep mechanism and parameters for creep model. Microstructure characterization was
performed by OM, SEM, EBSD, and TEM in order to obtain the information of grain size, grain
boundary, dislocation, etc, associated with creep behavior at different conditions. The conclusions are

summarized as follows.

1. Alloy 617 samples with an average grain size of ASTM 3.5 showed an unconventional creep curve
with little primary creep stage and unrecognizable secondary creep stage, while samples with an
average grain size of ASTM 2 showed a well-defined secondary creep stage at temperatures of 850
and 950°C, but similar creep curve of the ASTM 3.5 samples at 1050°C. Samples with larger grain
size showed a much lower creep rate compared with those having smaller grain size at same test
conditions, suggesting grain size is an important factor to creep property. Larger grain size provide
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less chance for grain boundary diffusion and sliding, resulted from dislocation pile up and cracking.
For ASTM 8 grain size samples, the creep curves are also similar to ASTM 3.5 samples at low stress
levels, but they have the worst creep properties among all three grain sizes, suggesting small grain
size is not favorable for long term creep applications.

Analysis of creep data from ASTM 3.5 grain size samples gave stress exponents of 5-6, indicating
power law dislocation climb-glide creep is the dominant mechanism at stress levels between 5-
100MPa and temperatures between 850-1050°C. The activation energy was observed between 380-
450 kJ/mol, which is higher than that of nickel self-diffusion. It is due to the involvement of
precipitates which has much higher activation energies.

For ASTM 2 grain size samples, a lower stress exponent of ~3 was obtained at 850 and 950°C,
suggesting a solute drag creep mechanism. The stress exponent for 1050°C is determined as close to 5,
suggesting a power law dislocation climb-glide mechanism.

ASTM 8 grain size sample showed stress exponents around 3, suggesting a combination contribution
from both diffusional creep and dislocation creep, which was confirmed by calculations of the relative
contributions from diffusional (Coble) and dislocation creep mechanisms to the overall creep rate.

EBSD observations of creep tested samples gave evidence for significant subgrain boundary
formation within grains and dynamic recrystallization, which is the major reason of the
unconventional creep behavior of alloy 617. No strong texture was observed in both as-received and
crept materials. Grain boundary character distribution showed a dramatic increase in LAGB and
decrease in CSL boundaries during creep, and they depend on stress levels. Twin boundary fractions
also decrease with the increase of stress level, but no impact was found from temperature.

TEM observations gave evidence for the presence of dislocations around precipitates and grain
boundaries. Detailed dislocation analysis confirmed dislocation climb-glide mechanism. The pinning
effects of carbides and the impedance of HAGB to dislocations were also confirmed.

Static recrystallization experiments were carried out by cold rolling and then annealing process to
produce a wide range of grain sizes, as fine as 2-3um. Hardness measurements and EBSD analysis
confirmed the recovery and twinning happens rapidly in the early stage of annealing. The grain size
was found to be dependent on the deformation but not annealing time.

Combining all the information obtained from creep testing and microstructural analysis, the
unconventional creep behavior of alloy 617 is due to enhanced dislocation climb rate at high
temperature, subgrain boundaries not being effective obstacles for dislocation movement, and most
importantly, dynamic recrystallization continuously providing new volume for dislocation activities.
Diffusional creep also contributed significantly to the creep rate for fine grain sized material at high
temperature low stress conditions.

Based on the analyses on creep testing and microstructure characterization, with temperature, stress,
grain size, and grain boundary character being taken into consideration, new insight was gained into
the governing mechanism more of alloy 617 creep behavior. This information will be helpful to the
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alloy development and code case establishment for the applications in Generation IV nuclear energy
system.

10. The grain growth exponent in alloy 800H was determined to be 3.71 at 850°C, which suggests growth
by a interface/grain boundary diffusion controlled process, whereas at 950°C the exponent was 3.31,
which suggests a combination of grain boundary and lattice diffusion controlled process.

11. Grain size was observed to have a marked effect on the creep rate of alloy 800H, with the rates being
substantially higher at a grain size of 20 pm compared with 150 pum.

12. The creep stress exponents in the 20 um material were determined to be around 3.6 to 5.3, but much
higher, 11-15, in the coarse-grained 150 mm material.

13. Limited microstructure analysis of crept samples of alloy 800H indicated that dislocation creep
(climb-glide) is the main mechanism during creep over the 850-950°C and 30-75 MPa conditions.
The high stress exponent observed in the coarse-grained material suggests the presence of a threshold
stress and maybe caused by pinning of dislocations by fine carbides formed/present int eh alloy.

To fully understand the creep behavior of alloy 617, more studies are needed in the future. First,
more creep data is required in the low stress high temperature regime to establish a quantitative
deformation model for alloy 617. Detailed microstructural analysis is needed to evaluate diffusional creep
condition and effects on creep behavior. In addition, more investigation is needed in dynamic
recrystallization mechanism in alloy 617, including its onset condition, the preferred grain size, and the
effects of grain boundary character. Grain boundary engineering techniques could also be employed to
control the grain boundary characters and thereby improve the mechanical properties. Furthermore, for
nuclear energy applications, environmental effects, such as irradiation and corrosion have to be taken into

consideration for the evaluation of the material performance.

For the structural materials in future nuclear energy applications, the Ni-based oxide dispersion
strengthened alloys (ODS) could be potential candidates. These alloys employ oxide dispersion as
strengthener into the Ni alloying system, and could have better high temperature strength, creep resistance,

and corrosion resistance. Therefore, more efforts could be directed towards the research on ODS alloys.
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